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cultivated soils
Kimiko Yamamoto-Tamura, Syuntaro Hiradate, Takashi Watanabe, Motoo Koitabashi, Yuka Sameshima-Yamashita,
Tohru Yarimizu and Hiroko Kitamoto*
Abstract

The relationship between degradation speed of soil-buried biodegradable polyester film in a farmland and the
characteristics of the predominant polyester-degrading soil microorganisms and enzymes were investigated to
determine the BP-degrading ability of cultivated soils through characterization of the basal microbial activities and
their transition in soils during BP film degradation. Degradation of poly(butylene succinate-co-adipate) (PBSA) film
was evaluated in soil samples from different cultivated fields in Japan for 4 weeks. Both the degradation speed of
the PBSA film and the esterase activity were found to be correlated with the ratio of colonies that produced clear
zone on fungal minimum medium-agarose plate with emulsified PBSA to the total number colonies counted.
Time-dependent change in viable counts of the PBSA-degrading fungi and esterase activities were monitored in
soils where buried films showed the most and the least degree of degradation. During the degradation of PBSA
film, the viable counts of the PBSA-degrading fungi and the esterase activities in soils, which adhered to the PBSA
film, increased with time. The soil, where the film was degraded the fastest, recorded large PBSA-degrading fungal
population and showed high esterase activity compared with the other soil samples throughout the incubation
period. Meanwhile, esterase activity and viable counts of PBSA-degrading fungi were found to be stable in soils
without PBSA film. These results suggest that the higher the distribution ratio of native PBSA-degrading fungi in the
soil, the faster the film degradation is. This could be due to the rapid accumulation of secreted esterases in these
soils.
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Introduction
Plastics have spread and persisted around the world
today because they have been widely used as basic mate-
rials in various industries. Used non-degradable plastic
products cause waste management problems. Agricul-
tural mulch films made have greatly contributed to the
increase in the production of high-quality vegetables as
they have been used to cover cultivated fields to main-
tain stable soil temperature and humidity, as well as to
prevent weed growth. However, after harvesting, the re-
covery and recycling of used non-degradable mulch
films would require a lot of energy and are labor inten-
sive (Kyrikou and Briassoulis 2007).
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Biodegradable plastics (BPs) have been developed as a
possible solution to such environmental problems caused
by the persistent plastic wastes. To date, various aliphatic
polyesters that can be degraded by microorganisms in the
natural environment have been commercialized as BP ma-
terials. Mulch films made from BPs are already in the mar-
ket and are used to help farmers save time and labor as
well as to reduce plastic wastes (Ngouajio et al. 2008).
Chemical, physical, and biological degradability of BP
mulch films are largely affected by the composition of the
BP materials (Kyrikou and Briassoulis 2007). Although
degradation speed of BP mulch films depends largely
on environmental conditions (Kariyazono et al. 2000;
Hoshino et al. 2001), the key factor controlling the degrad-
ation speed of BP mulch film in soil has not yet been elu-
cidated. Knowledge of the mechanisms involved would
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enable the development of an indicator that would help
farmers predict the degradability of mulch films under a
given farmland condition before planting, and thus, select
the suitable mulch film for their farm use.
Degradation of poly(butylene succinate-co-adipate)

(PBSA) films (Bionolle® #3001) in three types of unculti-
vated soils (soil from extinct volcano crater, waste coal,
and forest) had already been investigated (Nowak et al.
2011). To date, however, there are only a few papers
reporting on the quantitative information about the
degradation speeds of BP films and population size of
BP-degrading microorganisms in different soils from
cultivated fields. In this study, chemical properties, deg-
radation behavior of the PBSA film, microbial popula-
tions, and esterase activities of 11 soil samples from
different cultivated fields in Japan were analyzed under
laboratory condition.

Materials and methods
Substrate and chemicals
To select the PBSA-degrading microorganisms from
soils, emulsified PBSA (Bionolle® EM-301; average mo-
lecular weight, 12 to 15 × 104; Showa Denko K. K.,
Tokyo, Japan) was used as substrate. To evaluate their
solid polymer-degrading activity, black PBSA film
(Bionolle® 3001 G, Showa Denko K. K.) was used. It
contains carbon black as additive, and has an average
molecular weight of 20 to 25 × 104 and a thickness of
20 μm. p-Nitrophenol valerate (pNP-valerate) was pur-
chased from Sigma-Aldrich (St. Louis, MO, USA) for
the assay of esterase activity.

Soil analysis
Soils collected from the plowed layers of 11 cultivated
fields in Japan (Table 1) were stocked at 4°C before use.
For chemical analysis, these soil samples were air-dried
Table 1 Properties of soils used in this study

Soil sample Soil type Soil texture pH(H2O) To

CHI alluvial sandy loam 7.17 1.

TKB volcanic ash loam 6.30 6.

HIO alluvial loam 7.05 2.

MJO volcanic ash sandy loam 5.36 6.

TAK alluvial sandy loam 7.30 N

KIB alluvial clay loam 6.15 3.

OKA alluvial loam 7.14 4.

AKA alluvial loam 5.78 1.

MIY alluvial sandy loam 5.91 0.

YM1 volcanic ash clay loam 7.26 2.

YM2 alluvial clay loam 7.17 2.

*NA: not analyzed.
and sieved through a 2-mm mesh. Water content was
determined by drying 10 g of soil sample in an oven at
105°C overnight. To measure soil pH(H2O), 2 g of soil
sample were mixed with 5 ml of deionized water and
allowed to stand for 1 d, after which the pH(H2O) of the
suspension was measured using a standard pH meter
(F-23II; Horiba, Ltd., Kyoto, Japan). For the determin-
ation of total carbon (C) and nitrogen (N) contents in
the soils, visible plant residues in the soil samples were
carefully removed by using tweezers. The soil samples
were thoroughly ground using a mortar and subjected to
NC analysis (Sumigraph NC-22 F, Sumika Chemical
Analysis Service, Osaka, Japan).

Degradation assay of PBSA films in soils
The degree of degradation of the PBSA film in the soil
was evaluated using the procedure used in our previous
study (Kitamoto et al. 2011), with modifications as fol-
lows. Fresh sieved soil samples were used for the analysis
after being brought to a water content of 50% (w/w) of
maximum water holding capacity. Pieces of the PBSA
film (2 × 2 cm) were packed in between two layers of
moistened soil (20-g lower layer and 20-g upper layer) in
a sterilized plastic petri dish (φ90 × D20 mm) and incu-
bated at 25°C. The dishes were wrapped with parafilm,
and packaged in polyethylene bags in order to keep the
moisture during the entire investigation periods. Three
dishes with four pieces of film in each were prepared.
For the control, sterilized soil was prepared by autoclav-
ing (121°C, 15 min) or gamma ray irradiation (30 kGy).
One piece of film was collected from each dish at 1-

week interval for 4 weeks. The mean degradation ratio
of three pieces of film collected each time was calculated
from mean gray values of digital images containing each
collected piece. An image of the residual black film was
scanned with a film scanner and saved in TIFF format
tal carbon (%) Total nitrogen (%) Area of soil sampling

30 0.13 Chiba

22 0.59 Ibaraki

08 0.17 Kagoshima

95 0.48 Miyazaki

A* NA Miyazaki

37 0.25 Okayama

52 0.39 Okayama

39 0.10 Shimane

97 0.09 Shimane

61 0.27 Yamanashi

07 0.22 Yamanashi
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(300 dpi). A mean gray value (from completely black = 0
to completely white = 255) of 300 × 300 pixels containing
an image of residual film was compared with that of a
fresh film by the Image J (Schneider et al. 2012). We
then obtained threshold values from the mean gray value
of the background image without the film from each
image files. Degradation ratio (%) was calculated using
the following equation:

Degradation ratio %ð Þ ¼
gray value of residual filmð Þ− gray value of fresh filmð Þ
gray value of backgroundð Þ− gray value of fresh filmð Þ � 100

To represent the degradation speed of a film in each
soil, the degradation rate (ratio/week) was calculated as
average degradation ratio during the first 3 weeks when
our results showed linear increase in the degradation
ratio.

Media and cultural conditions and microbial viable counts
Soils adhering to the PBSA film during the degradation
tests were collected with sterilized spoon and used as
peripheral soil for various analyses. Viable counts of
microorganisms in the field soil and peripheral soil of
the PBSA film were carried out on solid agarose media,
and determined as colony forming unit (CFU) of soil
suspension. The soil suspension was prepared from one
gram of wet soil sample by shaking it in 10 ml of dis-
tilled water at 25°C for 10 minutes at 160 rpm. The sus-
pension was diluted with distilled water, and spread on
two kinds of selective agarose media: RFMM (fungal
minimal medium with rose bengal) and DNB (diluted
nutrient broth), designed for determination of total vi-
able counts of fungi and bacteria, respectively. The
RFMM agar (liter-1) was composed of 2 g NaNO3, 0.2 g
MgSO4·7H2O, 0.2 g KH2PO4, 1 g yeast extract, and
15 g agar dissolved in tap water before autoclaving.
After autoclaving, 40 μg ml−1 chloramphenicol and
33 μg ml−1 rose bengal were added aseptically to the
medium to inhibit growth of bacteria and fungi, re-
spectively. The DNB agar was composed of commercial
nutrient broth (Difco, Becton, Dickinson and Company,
Franklin Lakes, New Jersey) diluted 100-fold with dis-
tilled water, and then added with 15 g liter-1 agar. It
was added with cycloheximide (50 μg ml−1) to inhibit
growth of eukaryotic microorganisms.
Microorganisms, which degrade emulsified PBSA,

from soil suspensions were evaluated on two kinds of
double layered-selective media (RFMM and DNB). To
form the bottom layer, 15 ml of each medium with ap-
propriate antibiotics were poured onto separate plates.
Upon solidification, each plate was poured with 10 ml
of solution (upper layer) containing 1% (w/v) emulsified
PBSA, and 1.5% (w/v) agarose. The RFMM and DNB
plates were incubated at 25°C for 4 days and 7 days, re-
spectively. The microbial counts were calculated as
CFU per gram of dry soil.
Identification of microorganisms
The microorganisms that grew on plates were observed
under the microscope to distinguish their morphological
characteristics; and they were identified based on 5.8S
rDNA-ITS (for fungi) sequences as described previously
(Marchesi et al. 1998; White et al. 1990).
Soil esterase assay
Esterase activity for p-nitrophenyl acetate (pNP-acetate)
in the soil can be used as an indicator of poly(butylene
succinate) biodegradation (Sakai et al. 2002). However,
in our additional experiment, the esterase activity in
the OKA and TKB soils with PBSA with pNP-acetate as
substrate showed lower increase than those that with
pNP-valerate (data not shown). Furthermore, the previ-
ously reported biodegradable polyester-degrading en-
zymes from bacteria (Akutsu-Shigeno et al. 2003) and
fungi (Kodama et al. 2009; Maeda et al. 2005; Shinozaki
et al. 2013; Suzuki et al. 2012) preferred to hydrolyze
longer-chain esters of pNP rather than pNP-acetate.
These observations suggest that esterases production
by microorganisms present in the soils tested increased
in the samples with PBSA, and that they preferred to
degrade pNP-valerate, like the other microbial esterases
identified previously. Considering these results, we
therefore estimated soil esterase activities with pNP-
valerate instead of pNP-acetate as substrate in the
present study. Esterase activity was assayed as described
in a previous study (Sakai et al. 2002) with modifications
as follows: moist soil samples (100 mg) were incubated
with ester substrate (2 mmol liter-1 pNP-valerate) in
0.6 ml tris(hydroxymethyl) aminomethane (Tris)-maleic
buffer (0.5 mol liter-1, pH 6.0) in 2-ml plastic tubes. The
tubes were shaken continuously during incubation at
15 rpm with a shaker (RT-30mini, TAITEC Co. Ltd,
Saitama, Japan) at 30°C for 30 min. After incubation,
they were centrifuged at 20,000 × g for 5 min, and from
each tube, 75 μl of supernatant was collected and was
mixed with 200 μl of 100% ethanol. Then 55 μl of
2 mol liter-1 Tris was added to the mixture and vor-
texed for a few seconds. The absorbance of the mixture
was measured at 405 nm by multi-spectrophotometer
(Benchmark Plus, Bio-Rad Laboratories, Hercules, CA,
USA). The absorbance of pNP-valerate in the buffer
without soil and that of each soil extract mixture with-
out the substrate were subtracted as a blank and as a
background, respectively, from the measured absorb-
ance of the mixture. The data shown represent geomet-
ric means of at least three independent assays.
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Figure 1 Degradation of the PBSA film buried for 4 weeks in
soils from 11 cultivated fields.
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Statistical analysis
All statistical analyses were performed by R program
(version 2.15.0) (R Development Core Team 2012). For
statistical testing of normality, the Kolmogorov-Smirnov
test was used. The Spearman rank correlations were
calculated to assess the correlation between the isola-
tion rate of PBSA-degrading fungi and degradation
speed of PBSA film in the soil; the difference with P <
0.05 was considered significant. Data for viable counts
of the microorganisms were normalized by logarithmic
transformation, and nontransformed values were pre-
sented in the Results. The changes in the population of
the PBSA-degrading fungi present in the peripheral soil
of the PBSA film were examined by Williams’ test
(Williams 1971, 1972) for multiple comparisons with a
source code (Aoki 2004). The increase in the esterase
activities during the degradation of the PBSA film in
soils were analyzed by the Shirley-Williams’ test
(Shirley 1977) for multiple comparisons with a source
code (Aoki 2012). Williams’ test and the Shirley-Williams’
test were conducted at the one-tailed significance level of
2.5% (α = 0.025). Statistical difference in the esterase activ-
ity between the soils with and without the PBSA film at
3 weeks after incubation was determined by two-sided
Mann-Whitney’s U-test.

Results
Soil characterization
Soil characteristics, such as type, texture, soil pH(H2O),
total C and N contents, as well as the sampling area of
the tested soils are presented in Table 1. All soil samples
were found to be either alluvial soil or volcanic ash soil,
with textures ranging from sandy loam to clay loam.
The soil pH(H2O) values ranged from 5.78 to 7.26. Soil
sample TKB had the highest total C and N contents, and
sample MIY, the lowest.

Visual observation of the PBSA film degradation in
different soils
Degradation speed of soil-buried PBSA films varied
with the soil samples. However, by at least 2 weeks of
incubation, tiny holes, tears, or thinned areas were ob-
served in all the incubated films (Figure 1). The weekly
degradation ratio of film in each soil sample, covering a
4-week incubation period is presented in Table 2.
Among all tested soils, the soil sample OKA showed
the highest degradation ratio of films as well as the
highest degradation speed after 4 weeks of incubation.
The degradation speed of the PBSA film incubated in
soil sample TKB was the slowest of all. Films incubated
in autoclaved or gamma ray-irradiated soils were not
usually degraded, but after a few weeks, some of them
showed signs of degradation which could be attributed
to incomplete sterilization of soil (data not shown).
Microbial viability in different soil samples
Viable counts of the total culturable microorganisms and
the PBSA degraders in each soil sample are listed in
Table 3. Based on the results on RFMM agarose plate cul-
ture, the fungal population in 11 soil samples ranged from
2.88 × 104 to 2.10 × 105 CFU g−1, while the population of
PBSA emulsion-degrading fungi ranged from 2.74 × 103 to
8.12 × 104 CFU g−1. These results demonstrate that PBSA-
degraders constituted 4.1 to 42.3% of the total fungal pop-
ulations. In many cases, lower counts of PBSA degraders
were isolated from DNB plate containing cycloheximide
compared to those from RFMM with chloramphenicol.



Table 2 Degradation ratios (%) of soil-buried PBSA films

Soil
sample

Degradation ratio (%)*

Incubation period (week)

1 2 3 4

CHI −2.4 ± 2.5 −0.9 ± 0.9 7.4 ± 7.3 33.1 ± 9.0

TKB 1.0 ± 3.5 −0.7 ± 1.3 0.8 ± 1.5 1.4 ± 3.4

HIO −1.7 ± 1.1 1.2 ± 1.4 −0.2 ± 0.2 7.3 ± 8.1

MJO 0.6 ± 1.7 0.6 ± 3.0 4.0 ± 2.0 7.9 ± 1.8

TAK 1.8 ± 2.5 3.3 ± 1.7 5.4 ± 3.2 30.1 ± 6.6

KIB −4.0 ± 2.1 7.8 ± 5.7 34.5 ± 8.3 58.9 ± 36.3

OKA 0.4 ± 2.6 3.9 ± 5.8 60.3 ± 23.2 95.9 ± 6.6

AKA −4.7 ± 2.5 0.5 ± 2.3 54.3 ± 22.9 66.0 ± 17.3

MIY 1.2 ± 0.2 5.2 ± 3.2 28.5 ± 27.7 69.7 ± 33.2

YM1 2.7 ± 0.9 16.9 ± 3.4 62.0 ± 14.1 48.5 ± 11.6

YM2 0.9 ± 1.0 21.4 ± 5.0 44.1 ± 9.2 61.3 ± 8.4

*The ratios represent the means ± standard error of triplicate assays.
Degradation ratios were calculated by image scanning method as indicated in
the equation given in the Materials and methods section.
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We expected to isolate PBSA-degrading bacteria on DNB
plates containing cycloheximide. However, most of the
microorganisms that formed clear zone around their col-
onies on the plates were confirmed under the microscope
that they were not bacteria, and their 5.8S rDNA-ITS se-
quences [DDBJ: LC009007, and LC009008] showed the
highest similarity (99%) to Purpureocillium lilacinum
(formerly Paecilomyces lilacinus). This species has been
reported as a cycloheximide-resistant fungus (Ali-Shtayeh
et al. 1998). Under the conditions in this study, it was
found that fungi were predominantly responsible for
emulsified PBSA degradation. Purpureocillium strains
were isolated from different soil samples; TKB, HIO,
MJO, and OKA.
Table 3 Viable counts of the total microorganisms and the PB

Soil Medium for screening fungi

Total (CFU g−1) PBSA degrading
(CFU g−1)

Colonies clearing
PBSA (%)

CHI 6.28 × 104 1.55 × 104 24.7

TKB 6.06 × 104 8.47 × 103 14.0

HIO 6.41 × 104 2.63 × 103 4.1

MJO 2.10 × 105 8.12 × 104 38.6

TAK 9.48 × 104 1.45 × 104 15.3

KIB 1.01 × 105 2.71 × 104 26.8

OKA 4.08 × 104 1.72 × 104 42.3

AKA 5.88 × 104 8.99 × 103 15.3

MIY 2.88 × 104 2.74 × 103 9.5

YM1 6.09 × 104 2.45 × 104 40.3

YM2 5.62 × 104 2.88 × 103 51.3

*NA: not analyzed.
Correlation between the isolation rate of PBSA-degrading
fungi and degradation speed of PBSA film in the soil
The isolation rates of the PBSA-degrading fungi were
shown to be correlated with the degradation speed of the
PBSA film (Figure 2). Soil sample with higher isolation
rate for PBSA-degrading fungi showed a tendency toward
higher degradation speed (Spearman’s ρ = 0.63, P = 0.044).

Correlation between the isolation rate of PBSA-degrading
fungi and esterase activity in the soil
The isolation rates of the PBSA-degrading fungi were
also found to be correlated with the esterase activities
in the different soils (Spearman’s ρ = 0.67, P = 0.028)
(Figure 3). The highest esterase activity was recorded in
soil sample KIB (159.3 nmol g−1 min−1), and the lowest
was found in MIY (22.9 nmol g−1 min−1).

Effect of soil-buried film on the population of the PBSA-
degrading fungi and esterase activity in peripheral soils
Viable counts of the PBSA-degrading fungi in the per-
ipheral soils of the PBSA film buried in two soil samples
(OKA and TKB) for 4 weeks are presented in Figure 4.
Significant increase in PBSA degrader populations was
detected after 3 and 4 weeks of incubation in OKA. The
population of the PBSA-degrading fungi isolated from
OKA was higher than that from TKB in all the sampling
periods.
The esterase activities of these two soils monitored at

each sampling period are shown in Figure 5. A significant
increase of the esterase activity was detected in both soil
samples with PBSA during the incubation periods. The
basal esterase activity was higher in OKA than in TKB. In
OKA, significant differences in esterase activities were de-
tected between treatments with and without PBSA at
3 weeks of incubation (Mann-Whitney’s U-test, P = 0.037).
SA degraders, and the isolation rates

Medium for screening bacteria

Total (CFU g−1) PBSA degrading
(CFU g−1)

Colonies clearing
PBSA (%)

4.37 × 107 2.83 × 103 0.0

2.59 × 107 2.49 × 104 0.1

NA* NA NA

3.86 × 107 0.0 0.0

1.82 × 108 6.13 × 102 0.0

NA NA NA

5.78 × 107 9.66 × 103 0.0

NA NA NA

NA NA NA

2.82 × 107 2.95 × 102 0.0

2.53 × 107 4.64 × 103 0.0
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Without buried PBSA film, the esterase activity of each
soil sample was found to be stably low.

Discussion
In agricultural fields in Japan, the degradation speed of
BP mulch films is sometimes substantially early or
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Figure 3 The isolation rate of the PBSA-degrading fungi and
the esterase activity. The scatter diagram shows the correlation
between the isolation rate of the PBSA-degrading fungi and the
esterase activity in different soils. P represents the significance, and
ρ represents Spearman's correlation coefficient.
slower than what is desired for practical use, and that
hold back farmers from using BP mulch films in place of
non-degradable ones. In this study, we showed the cor-
relations between BP film degradation rate in cultivated
soil and esterase activity and ratio of the PBSA-
degrading soil fungi in the total soil fungal population.
No PBSA-degrading bacteria have been isolated from
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Figure 5 Changes in the esterase activities in soil for 4 weeks
with or without PBSA. The peripheral soils of the PBSA film: OKA
(black circles) and TKB (black triangles); the no treatment soils
(without PBSA film) for control: OKA (white circles) and TKB (white
triangles). The data represent geometric means with error bar
indicating 1 standard error of 6 independent assays. Asterisk and
dagger represent a significant increase (α = 0.025) in the esterase
activity from the 0-day controls of each soil sample. P values represent
significance levels between the esterase activity in the soils with and
without PBSA film.
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the same soil samples. We were not able to find any
significant correlation between the analyzed soil charac-
teristics (pH[H2O], total carbon and nitrogen content)
and the degradation rate of the PBSA films, esterase ac-
tivities, and the isolation rates of the PBSA-degrading
fungi. Aliphatic polyesters can be degraded non-
enzymatically via simple chemical hydrolysis in the en-
vironment (Vert 2005). However, the lower degradation
speed of the PBSA film in sterilized soil compared to
that in unsterilized one after four weeks incubation also
support our contention that PBSA film degradation is
mainly caused by the polyester-degrading activity of en-
zymes produced by soil microorganisms rather than by
non-enzymatic chemical hydrolysis. Further studies are
expected to provide information about the chemical
and physical characteristics of soils that influence BP
film degradation speed. The possibility remains that
there are some undetected characteristics of soils that
promote BP degradation by soil microorganisms.
We have previously reported that 2 ~ 100% of yeast pop-

ulations isolated from rice husks (Kitamoto et al. 2011)
and 4.5% of fungal strains isolated from gramineous plants
(Koitabashi et al. 2012) degrade PBSA emulsion. Similarly,
previous investigators reported that fungi are the major
degraders of BPs, including poly(3-hydroxybutyrate-co-3-
hydroxyvalerate) (Sang et al. 2002), polyester polyurethane
(Barratt et al. 2003; Cosgrove et al. 2007), and poly(butyl-
ene adipate-co-terephthalate) (Kasuya et al. 2009) in soil
environments. Nowak et al. (2011) reported a higher in-
crement and diversity of fungal population in the soil con-
taining PBSA film compared to that of soil bacteria. Their
results also support our observation that soil fungi greatly
contribute to BP film degradation.
We found a significant correlation between the isola-

tion rate of the PBSA-degrading fungi and the degrad-
ation rate of the PBSA film in the field soil samples
(Figure 2). Likewise, the isolation rate of the PBSA-
degrading fungi was shown to be significantly correlated
with the esterase activity (Figure 3). These results indi-
cate that the degradation of biodegradable mulch films
in the soils is strongly influenced by its native distribu-
tion ratio of the PBSA-degrading fungi in the soils. The
soil sample containing higher population ratio of PBSA-
degrading fungi (OKA) showed relatively higher basal
esterase activities (Figure 5). These extracellular ester-
ases are expected to break the ester bonds of plant resi-
dues and other natural materials in the soils, as well as
of BPs, thus, providing the necessary nutrients for the
growth of soil microorganisms during cultivation.
Degradation ratios of soil-buried PBSA films were found

to be not highly correlated with soil esterase activity. In
this study, we measured soil esterase activity by using
pNP-valerate as substrate. Some soil microorganisms pro-
duce a variety of enzymes having esterase activity with
specific substrate preferences. For example, a cutinase of
Fusarium solani prefers pNP-butyrate to pNP-acetate as
substrate, and cutinase-like enzyme of Cryptococcus sp.
S-2 prefers pNP-caproate to pNP-butyrate and pNP-
acetate (Kodama et al. 2009). The enzymes substrate
spectrum, optimum temperature, pH and other condi-
tions are expected to be varied as well. The abundance
ratio of PBSA-degrading esterases in each soil is still
unknown. Currently, we are trying to evaluate PBSA-
degradation activities in different soils.
Burying PBSA films in the soils stimulated the esterase

production through enhanced proliferation of the PBSA
degraders during the incubation period (Figures 4 and 5).
Quicker and more drastic increase of esterase activity in
the OKA soil sample compared to that in TKB is attrib-
uted to the larger distribution ratio of the basal PBSA de-
graders in the former than in the latter, resulting in the
increase in the total esterase activity in the OKA soil.
This study has confirmed our knowledge that fungi

contribute to mulch film-degradation in cultivated soils
under laboratory conditions. A high isolation rate of
PBSA-degrading fungi in cultivated soil could potentially
serve as an indicator of the soil’s ability to promote BP
film degradation. In the light of our findings, there is a
need to conduct further studies in order to identify other
physical and chemical properties of soil that greatly
affect the speed of enzymatic degradation of BP film in
soil environments.
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