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Abstract 

The biological synthesis of metal nanoparticles using plant extracts with defined size and morphology is a simple, 
nontoxic and environmentally friendly method. The present study focused on the synthesis of silver nanoparticles 
(Ag NPs) by Artemisia annua L. extract as reducing and stabilising agent. The Ag NPs function, as antibacterial agents, 
is with that they are further used in human therapy. The effects of pH and temperature on the synthesis of NPs were 
characterized by UV-absorption spectroscopy and shown by surface plasmon resonance (SPR) band at 410 nm. NPs’ 
size and morphology were measured by transmission electron microscopy (TEM) and dynamic light scattering (DLS). 
TEM images showed that Ag NPs were in a nano-sized range (20–90 nm) and had spherical shape. Our findings 
demonstrated that lower concentration (100 µg mL−1) of the biogenic Ag NPs exhibited antibacterial activity against 
Gram-negative Escherichia coli BW 25113 and Gram-positive Enterococcus hirae ATCC 9790.
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Introduction
Recently, with the development of modern technolo-
gies of the nanomaterial synthesis, there was interest in 
studying the properties of metals at ultra-disperse range 
as a powder, solution and suspension. As a rule, the nan-
oparticles (NPs) may easily form complexes with differ-
ent substances due to their high chemical activity. These 
complexes have new properties such as good solubil-
ity and high biological activity. In this regard, the water 
dispersion of metal NPs that was obtained by biochemi-
cal synthesis using plants shows the ability to absorb, 
accumulate and restore inorganic metal ions from the 
environment (Rastogi et  al. 2017; Griffin et  al. 2018). 

The various organic components, particularly, second-
ary metabolites that are present in plant tissues are able 
to act as stabilizing and reducing agents in the process of 
NPs synthesis (Kulkarni and Muddapur 2014; Asif et al. 
2015; Chokkareddy and Redhi 2018; Rahman et al. 2019). 
Reduction and formation of NPs occur in the water core 
of micelles formed by surfactant molecules using natu-
ral biologically active substances such as plant pigments 
from the flavonoid group which ensures long-term sta-
bility of NPs and makes this process as safe as possible 
for the environment. The highest activity, and final mor-
phology of NPs is ultimately reached in the last step of 
green NPs synthesis, when they are coated with plant 
metabolites (polyphenols, tannins, terpenoids etc.). 
Many biological systems of plants can convert inorganic 
metal ions into metal NPs through the reductive abilities 
of secondary metabolites present in these organisms. The 
ability of plants to accumulate and detoxify heavy met-
als is well proved (Song and Kim 2009; Chokkareddy 
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and Redhi 2018). Bioactive compounds of plants such 
as polyphenols, flavonoids, vitamin C, alkaloids and ter-
penoids, reduce silver (Ag) salts from positive oxidation 
state  (Ag+) to zero oxidation state  (Ag0); the mechanism 
for reduction of  Ag+ to  Ag0 is shown (Fig.  1). Second-
ary metabolites present in the plant extract affect the 
size and shape of metallic NPs. These biologically active 
compounds possess antioxidant activity and are of great 
interest in the biomedical field as alternative antibacte-
rial agents (Gouveia and Castilho 2013; Tarahovsky et al. 
2014; Asif et al. 2015).

In recent years, metallic NPs, particularly Ag are used 
in medicine as antimicrobial (Nadeem et  al. 2017; Rao 
and Tang 2017; Qing et al. 2018; Roy et al. 2019) and anti-
tumor agent (Ovais et al. 2016; Sahu et al. 2016, Barabadi 
et  al. 2019). Ag has much more pronounced antimicro-
bial effect compared to the other antibiotics. It has a sim-
ilar effect on antibiotic-resistant strains of bacteria and 
has been used in medical sphere (Silva et  al. 2010; Seil 
and Webster 2012). The microbicidal effect of Ag is 
unique, because it is directed to damage the bacterial cell 
structures. This indicates the perspective for using this 
metal as an antibacterial agent (Seil and Webster 2012). 
However, the inorganic silver  (Ag+) can be toxic for the 
living cells, so when exposed to  Ag+ the plant uses an 
oxidizing and reductive pathway of detoxification, and as 
a result, elementary particles are formed (Rahman et al. 
2019). The coating of Ag NPs with secondary metabo-
lites reduces toxicity (Kulkarni and Muddapur 2014; Sahu 
et al. 2016; Rahman et al. 2019). The interaction of NPs 
with plants causes some morphological and physiological 

changes depending on the properties of NPs. In contrast 
to chemically synthesized NPs, the green synthesis has a 
minimal impact on the environment; moreover, chemi-
cally synthesized NPs are expensive and dangerous for 
the environment and living organisms (Chokkareddy and 
Redhi 2018). Therefore, there is an urgent need for an 
alternative, cost-effective and environmentally friendly 
method for NPs production.

Recently, Ag NPs have attracted researchers’ inter-
est due to unique catalytic properties, moreover, among 
the noble metals the Ag NPs are the most studied due to 
their antibacterial efficacy (Kelly et al. 2003; Kulkarni and 
Muddapur 2014; Nadeem et al. 2017; Rao and Tang 2017; 
Roy et  al. 2019). These NPs are used as an alternative 
antibiotic therapy, and their therapeutic effects depend 
on important aspects, such as particle size, shape and 
concentration. The size of NPs is one of the most impor-
tant properties for antibacterial activity. Particular small 
NPs have high antibacterial activity (Waclawek et  al. 
2018; Vega-Jimenez et al. 2019) due to their large surface 
area and high intracellular penetration (Roy et al. 2019). 
Preferably, the size of NPs must be lower than 50 nm to 
acquire effective antibacterial activity, however very small 
NPs (< 10 nm) are toxic due to their higher intracellular 
bioavailability. The mechanism showed that the attach-
ment of NPs on cell membrane led to membrane damage, 
as a result of increased membrane permeability, which 
eventually led to cell death (Gabrielyan and Trchounian 
2019; Roy et al. 2019).

The herbs are not only interesting as natural sources 
for human consumption but they are also easily 
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Fig. 1 Pattern of green synthesis. The chemical reaction of NPs synthesis includes several steps. Polyphenols convert positive  Ag+ into the zero  Ag0 
valent metal, and in the last step of green synthesis the polyphenols coat metal NPs and affect the morphology and size of NPs
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available, non-toxic and they are important resources 
due to their complex molecular composition. Indeed, the 
plant extracts are rich with bioactive compounds which 
have an important role as reducing agents in NPs synthe-
sis (Ovais et al. 2016; Griffin et al. 2018; Roy et al. 2019). 
Various parts of plants, such as leaves, roots, seeds and 
stems are widely used for the synthesis of metal NPs; 
nevertheless, the leaves are the most commonly used 
parts of plants. Due to the growing interest of application 
of medicinal plants, it is important to study therapeutic 
effects of widely used medicinal plants. As a consequence 
of green NPs synthesis, the NPs reach the highest possi-
ble activity when they are covered by plant metabolites. 
The biological approach of NPs synthesis using plants 
is a comparatively fast, cheap, simple, energy-efficient 
and eco-friendly method (Griffin et al. 2018). Moreover, 
particles obtained from plant extracts have good qual-
ity, small size and spherical shapes (Kelly et  al. 2003; 
Waclawek et al. 2018; Vega-Jimenez et al. 2019). On the 
other hand, there is a concern about possible toxic effects 
of Ag in humans; hence our findings are directed towards 
the search for new antibacterial nanomaterial with non- 
toxic properties for human.

Among the medicinal plants, Artemisia annua L. has 
been identified as traditional herbal remedy against 
inflammatory disease, infections by bacteria and viruses 
(Ram 2011; Li et  al. 2015; Waclawek et  al. 2018). How-
ever, over the past decade, the A. annua has been used 
in the treatment not only against viruses, but also as an 
anti-diabetic, anti-tumor agent (Schramek et al. 2010; Li 
et al. 2015). A. annua is a plant used for many centuries 
in Armenian folk medicine for the treatment of different 
diseases. It has been reported that the most important 
bioactive metabolite of Artemisia is the sesquiterpene 
lactone artemisinin (Schramek et  al. 2010; Ram 2011). 
The leaves have a high content of essential oil which 
has antifungal and antimicrobial activities (Gouveia 
and Castilho 2013). Therapeutic effect and properties of 
A. annua can differ according to the geographical loca-
tion and how the plant is grown. Interest in the potential 
applications of this plant is still increasing and in the pre-
sent study we investigated A. annua plant which has been 
grown in hydroponics conditions. The antioxidant capac-
ity of this plant is associated with the flavonoid content 
and diverse bioactive compounds which can act as both 
reducing and stabilizing agents in NPs synthesis process 
(Raveendran et  al. 2003; Schramek et  al. 2010; Li et  al. 
2015). Nevertheless, the mechanism of NPs formation by 
green synthesis method is still not understood. Stability 
and toxicity of Ag NPs also should be investigated.

The present study aimed to investigate the properties 
and biological activity of “green” synthesized Ag NPs 
obtained from A. annua. For reveal the antibacterial 

activity of these NPs, the growth properties and suscep-
tibility of Gram-negative Escherichia coli and Gram-pos-
itive Enterococcus hirae in the presence of these Ag NPs 
have been determined.

Materials and methods
Plant material, growth condition and preparation of plant 
extract
Artemisia annua L. was grown using hydroponics 
method; dry material was supplied by the Institute of 
Hydroponic Problems, National Academy of Sciences, 
Yerevan (Armenia). Sprouts of this plant were trans-
planted in conditions of classical hydroponics (seating 
density was 1 plant per  m2). Particles of volcanic slag 
with diameter of 3–15 mm served as substrate for plant, 
nutrition solution was used as described (Davtyan 1980).

5  g of A. annua leaf powder was added to 100  mL of 
triple distilled water in Erlenmeyer flask and mixture was 
shaken at 60 °C, 150 rpm during 2 h. The solution was fil-
tered through Watman filter paper and extract was used 
for metal NPs synthesis.

Biosynthesis of Ag NPs
For the synthesis of Ag NPs 5 mL of aqueous extract of 
A. annua was added to 45 mL of 1 mM  AgNO3. The mix-
ture has been shaken at room temperature for 50-60 min. 
The study was conducted at a temperature 21  °C (room 
temperature) and at pH 7.0. The effects of various tem-
perature (40 °C, 60 °C) and pH (3.0, 5.0, 7.0 and 9.0) were 
studied. To test the influence of the pH value from 3.0 
to 9.0 small amount of 0.1 N HCl and 0.1 N NaOH was 
added to the reaction mixture. The color change to dark 
brown in the reaction mixture indicated the formation of 
Ag NPs were left to dry covered overnight. The synthe-
sized Ag NPs were used for the assessment of antibacte-
rial efficacy.

Characterization of Ag NPs
The UV–visible absorption of Ag NPs suspension was 
used to confirm the formation of nanoparticles. 2 mL of 
Ag NPs suspension was analyzed using spectrophotom-
eter (Genesys 10S UV–VIS-Thermo Fisher Scientific and 
UV 2700 Shimadzu). The absorption of the sample was 
recorded in the wavelengths ranging from 200 to 800 nm, 
at a resolution of 1  nm, with 1  cm path length quartz 
cuvettes to obtain plasmonic curves. Transmission elec-
tron microscopy (TEM, 200  keV, JEM 2100-Plus Jeol) 
analysis was performed on applied samples to investigate 
the formation of Ag NPs and their shape (operated at 
200 keV accelerating voltage) with selected area electron 
diffraction (SAED, 250  mm camera length). For record-
ing the TEM image 4 µL sample was applied on freshly 
glow-discharged carbon-coated cooper grid, incubated 
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for 2  min, blotted and dried. The hydrodynamic diam-
eter of synthesized NPs (1:10,000 diluted in water) was 
measured by Nanosight (NS300 Malvern Panalytical) 
by injecting 200 µL of sample into the flow cell. Three 
measurement movies were recorded and the sample was 
advanced in the flow cell between each measurement to 
measure different sample subsets. The hydrodynamic 
radius of particles (1:100 diluted in water) was measured 
using dynamic light scattering (DLS, Spectrolight 600 
XtalConcepts) by applying 1 µL of sample into a 96 well 
plate, topped with paraffin oil to avoid evaporation over 
time.

Evaluation of antibacterial activity of Ag NPs
Gram-negative and Gram-positive bacteria were used for 
studying the antibacterial potential of the biogenic Ag 
NPs. The antibacterial activity of Ag NPs was determined 
against two wild type strains (Escherichia coli BW 25113 
and Enterococcus hirae ATCC 9790). E. coli was received 
from Keio collection (Tsuruoka City, Yamagata, Japan), 
and E. hirae was supplied by Prof. M. Solioz (Department 
of Clinical Pharmacology, University of Bern, Switzer-
land). The bacteria were cultivated in 150  mL flasks at 
37 °C with peptone and tryptone growth media, respec-
tively (Poladyan et al. 2013). Strictly anaerobic conditions 
were maintained throughout the experiment. The growth 
of bacteria was determined by optical density (OD) which 
was measured at 600  nm using spectrophotometer. Ag 
NPs with concentration from 100 to 450 mg mL−1 were 
added into the bacterial growth medium.

Assay of bacterial susceptibility to Ag NPs
To study the susceptibility of E. coli and E hirae to NPs 
bacteria were cultivated in the presence of the investi-
gated samples (100  µg  mL−1). Various dilutions of bac-
terial suspension  (106–108) were applied (Gabrielyan 
et al. 2019). 100 µL of each sample was spread on nutri-
ent agar plates. Finally, the growth of bacterial colonies 
was estimated after 24 h incubation at 37  °C. The num-
ber of bacterial viable colonies in each sample were 
counted for determination of the number of colony 
forming units (CFUs). Nutrient agar plates contained 
appropriate peptone and tryptone media with 1.5% bac-
teriological agar; experiments were conducted in anaero-
bic conditions. The number of bacteria was calculated by 
T = 10 × n × 10 m, where n is the number of viable bacte-
rial colonies, m—number of dilutions (Gabrielyan et  al. 
2019).

Tryptone, glucose, DCCD were obtained from Sigma 
Aldrich (USA); peptone, Tris (aminomethane) from Carl 
Roth GmbH (Germany). Triple distilled water was used 
throughout the experiment. Other chemicals of analyti-
cal grade were used.

Statistical analysis
Each experiment was performed thrice, and data are 
mean ± SE (n = 3). Student’s t-test was selected for sta-
tistical analysis and evaluation of statistically significant 
differences of experimental data between different series. 
p ≤ 0.05 for difference between the mean values was con-
sidered as statistically significant.

Results
Characterization of Ag NPs by UV/Vis spectrophotometer
The optical absorption of Ag NPs is a common method 
for determination of formation and stability of NPs. The 
formation of Ag NPs in the reaction mixture was veri-
fied by UV–VIS absorbance method that shows the sur-
face plasmon resonance band (SPR). The result of UV/Vis 
spectrum indicated the SPR peak at 410  nm which is a 
characteristic peak of Ag NPs (Fig. 2). This peak is a char-
acteristic peak for Ag NPs (Iravani and Zolfaghari 2013; 
Kulkarni and Muddapur 2014; Ansari et al. 2018).

Effect of pH
Formation, size and shape of NPs depend on important 
biochemical factors such as pH, temperature and con-
centration. pH is a crucial physicochemical factor that 
affects the biogenic synthesis, size and morphology of 
NPs (Njagi et  al. 2011; Prasad 2014; Singh and Srivas-
tava 2015; Polyakova et  al. 2017; Waclawek et  al. 2018). 
The pH modification leads to charge conversion in the 
plant metabolites, provokes the resolving of metal ions, 
thereby altering the size and morphology of synthesized 
NPs (Polyakova et al. 2017). The reduction of  Ag+ to  Ag0 
was performed at pH 3.0, 5.0, 7.0 and 9.0 with A. annua 
extract. Our data showed that formation of NPs occurs 
at pH 7.0 and 9.0. The absorbance of the solution was 
measured by the spectroscopic approach (Fig. 3a). No Ag 
NPs were formed at pH 3.0 and 5.0. The reaction mixture 
turned dark brown when  Ag+ was reduced at neutral 
and alkaline pH (7.0 and 9.0), thus the small size of NPs 

Fig. 2 UV-visible spectrum of green synthesized Ag NPs. 5% extract 
of A. annua and 1 mM  AgNO3 at 21 °C and pH 7.0
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formed. Iravani and Zolfaghari (2013) had similar results 
and reported that pH plays an important role for the 
synthesis of NPs and the size and shape of NPs depend 
on pH value. Several researches reported that at low pH 
value instead of nucleation of NPs their aggregation was 
observed (Iravani and Zolfaghari 2013; Polyakova et  al. 
2017; Ansari et  al. 2018). Thus, the neutral and alkaline 
pH value promotes the formation of NPs with smaller 
diameter.

Effect of temperature
The temperature also is one of the crucial factors 
affecting nucleation and size of NPs (Njagi et  al. 2011; 
Waclawek et al. 2018). The reaction mixture was heated 
to different temperatures (40 °C and 60 °C) using a water 
bath and was kept at room temperature (21  °C). The 
obtained spectra of the samples showed that the forma-
tion of NPs occurs for a short time at higher tempera-
tures (40  °C and 60  °C) (Fig. 3b). Perhaps, it can be due 
to the increase of the formation of colloidal Ag NPs. 
The formation of NPs also occurs at room temperature, 
however their formation is in much slower rate and the 

surface plasmon resonance band is not sharp compared 
to the high temperatures which showed a faster rate of 
synthesis (Fig. 3b).

TEM study
The size, shape and morphological structure of NPs play 
an important role in their functionality and toxic effects 
on the environment and human organism (Prasad 2014; 
Griffin et al. 2018; Chokkareddy and Redhi 2018). Struc-
tural characteristics like size and shape of Ag NPs were 
investigated using TEM images, Nanosight and DLS 
analysis. The result of Nanosight analysis of biogenic syn-
thesized Ag NPs confirmed that the reduced NPs were 
in the nano- sized range. The mode value of 3 separate 
measurements resulted in a main hydrodynamic diame-
ter of 49.4 ± 3.9 nm and second peak with around 88 nm, 
demonstrating a distribution of particle sizes in this range 
(Fig. 4). This is in agreement with DLS measurements of 
the same sample that resulted in a hydrodynamic radius 
of 46.16 ± 8.56  nm (Fig.  5a). In addition, the Nanosight 
measurements revealed an integrated Ag NP concentra-
tion of 7 × 1011 particles  mL−1. TEM images confirmed 
that these NPs had spherical shape with corresponding 
size (Fig. 6a), while also a few particle aggregates where 
observed (Fig.  6b). The selected-area electron diffrac-
tion pattern (SAED) of an individual Ag NPs proved 
its crystalline nature. The interplanar d-spacing values 
are 2.35, 1.45 and 1.23 Å for (1 1 1), (2 2 0) and (3 1 1) 
planes respectively and match the reported values for Ag 
NPs (Jyoti et  al. 2016). The toxic effect was dependent 
on the size and shape of NPs, uptake of metal ions and 
their translocation in plant cells (Kulkarni and Muddapur 
2014; Ovais et al. 2016; Rao and Tang 2017; Chokkareddy 

Fig. 3 UV-visible spectrum of green synthesized Ag NPs with 
different initial pH values (a) and at different temperature (b). For the 
others, see the legends to Fig. 2

Fig. 4 Hydrodynamic diameter of green synthesized Ag NPs by 
Nanosight analysis. Integrated Ag NP concentration of 7 ×  1011 
particles  mL−1 (1:10,000 diluted in water) was revealed. For the others, 
see the legends to Fig. 2
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and Redhi 2018; Roy et  al. 2019). It is known that the 
spherical particles lower toxicity more than dendritic 
particles (Kelly et al. 2003; Chokkareddy and Redhi 2018; 
Roy et al. 2019).

Evaluation of various concentrations of Ag NPs 
against different bacteria
The antibacterial activity of the synthesized Ag NPs 
against the tested non-pathogenic bacteria was assessed 
on the growth of bacteria determining minimal inhibi-
tory concentration (MIC) and on the cell viability (Pola-
dyan et al. 2013). It has been observed that the Ag NPs 
demonstrated high antibacterial activity against Gram-
negative and Gram-positive bacteria compared to the 
controls. As controls, bacteria + AgNO3 and bacte-
ria + extract were used. The growth of both E. coli and 
E. hirae was inhibited at lower Ag NPs concentration 
(100 µg mL−1 and 150 µg mL−1, respectively) compared 
to the high concentration (450  µg  mL−1). Our study 
showed that synthesized Ag NPs by A. annua extract 
had potential antibacterial activity, particularly they 
had appropriate effect on Gram-negative bacteria at low 

concentration (100 µg mL−1) (Fig. 7). This effect may be 
due to the bioactive metabolite sesquiterpene lactone 
artemisinin present in Artemisia. Several researchers 
(Gurunathan et al. 2014; Roy et al. 2019) reported that 
the NPs concentration directly correlates with bacterial 
species. They showed that the antibacterial activity of 
Ag NPs at low concentration is more effective against 
Gram-negative than against Gram-positive bacteria. In 
this regard, the cell viability was reduced and no growth 
at MIC values was observed for both strains. In case of 
E. coli, the synthesized Ag NPs not only inhibited bac-
terial growth, but also killed them after 24 h. However, 
the same concentration of Ag NPs led to 72% reduc-
tion of the Gram-positive bacterial population. The 
extract and  AgNO3 (control) did not show high inhibi-
tory effects on the cell viability. Although the A. annua 
and  AgNO3 have antibacterial potential, however, their 
selected concentration did not show high antibacterial 

Fig. 5 Dynamic Light Scattering (DLS) measurement of 
biosynthesized Ag NPs. For the others, see the legends to Fig. 4 Fig. 6 TEM images (a), SAED pattern (b) of Ag NPs obtained from 

A. annua extract. d-spacing values are 2.35, 1.45 and 1.23 Å for (1 1 
1), (2 2 0) and (3 1 1) planes, respectively (b). For the others, see the 
legends to Fig. 2
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activity compared to the Ag NPs. Thus, the bactericidal 
effect depends on the concentrations, and it is specific 
for each bacterial strain.

The antibacterial activity of synthesized Ag NPs may 
be connected to the nano-sizes and spherical shape of 
the Ag NPs, NPs’ surface charge and also to the large sur-
face area of Ag NPs, which makes them highly reactive 
and provides better interaction with bacterial cells (Sondi 
and Salopek-Sondi 2004; Vega-Jimenez et  al. 2019). The 
positively charged Ag NPs show bactericidal and bacteri-
ostatic activity (Roy et al. 2019). These parameters enable 
them to reach the nuclear content of bacteria easily. It is 
suggested that Ag NPs may attach to the surface of the 
bacterial cell membrane, disrupting membrane perme-
ability and bacterial DNA replication (Sondi and Salopek-
Sondi 2004; Bhabra et al. 2009; Chandran et al. 2014).

In case of both bacterial strains the growth of bacterial 
populations has decreased significantly at 100  µg  mL−1 
(E. coli), at 100 µg mL−1 and 150 µg mL−1 (E. hirae) on 
6th and 24th h with respect to control (bacteria). Ag 
NPs at 450  µg  mL−1 concentration also demonstrated 

antibacterial effect; however, the antibacterial activity of 
the Ag NPs at 100  µg  mL−1 concentrations was slightly 
higher than at 450  µg  mL−1 compared to the control; 
control was without NPs addition.

The number of bacterial colonies in various conditions 
were: E. coli (control)—850 × 108 cell  mL−1; E. coli & Ag 
NPs—0 × 108 cell  mL−1; E. coli &  AgNO3—14 × 108 cell 
 mL−1; E. coli & extract—377 × 108 cell  mL−1 (Fig.  7a). 
E. hirae (control)—1320 × 108 cell  mL−1,; E. hirae & Ag 
NPs—370 × 108 cell  mL−1; E. hirae &  AgNO3—465 × 108 
cell  mL−1; E. hirae & extract—762 × 108 cell  mL−1 
(Fig. 7b).

Discussion
Antibacterial activity of NPs depends on their charac-
teristics. Shape of NPs has a crucial role for exhibition 
of antibacterial activity. Recent studies revealed that the 
antimicrobial activity of spherical NPs is higher com-
pared to the triangular ones (Chokkareddy and Redhi 
2018; Qing et al. 2018; Roy et al. 2019), however the exact 
mechanism of how shape affects the antibacterial activ-
ity is still unclear. Some studies proved that the NPs 
with small size demonstrated high antibacterial activity 
(Chokkareddy and Redhi 2018; Roy et al. 2019). Accord-
ing to the literature (Prasad 2014; Roy et  al. 2019) the 
antibacterial activity is increased with the increase of 
Ag NPs’ concentration and the time of their exposure to 
both Gram-negative and Gram-positive microorganisms. 
However, our findings demonstrated that an antibacte-
rial activity against both bacterial strains is higher at low 
concentration of Ag NPs (see Fig. 7). The bars represent 
the NPs various concentrations effect on bacterial opti-
cal density (OD) changes during the growth (0, 6 and 
24 h). Figure 7 shows the number of bacterial viable colo-
nies grown in the presence of NPs as a function of initial 
bacterial suspension dilution (see Materials and meth-
ods). Several researchers explained the mechanism of 
Ag NPs’ impact on bacterial cells based on the intracel-
lular physicochemical processes, particularly, the oxida-
tion of protoplasm and its destruction by oxygen, while, 
the Ag NPs play the role of catalyst (Sondi and Salopek-
Sondi 2004; Chandran et al. 2014). Effects on membrane 
permeability and membrane-associated key enzymes 
including the proton  FOF1-ATPase can be main mecha-
nisms of Ag NPs (Gabrielyan and Trchounian 2019). For-
mation of complexes of nucleic acid with heavy metals 
is due to impaired DNA stabilizing and bacterial viabil-
ity (Sondi and Salopek-Sondi 2004; Vega-Jimenez et  al. 
2019). Ag does not affect the cells’ DNA directly; how-
ever, it increases the number of intracellular free radicals 
that reduce the concentration of intracellular active oxy-
gen compounds (Sondi and Salopek-Sondi 2004; Bhabra 
et  al. 2009; Wu et  al. 2013). It was also assumed that 
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Fig. 7 Antibacterial efficiency of Ag NPs tested on E. coli BW 
25113 (a) and E. hirae ATCC 9790 (b) wild type strains. Ag NPs with 
concentration from 100 to 450 mg mL−1 were added into the 
bacterial growth medium. Data value was compared with the 
corresponding control value (p ≤ 0.05)
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interaction of Ag ions with ribosomes led to inhibition 
of enzymes and protein expression necessary for ATP 
production (Gurunathan et  al. 2014; Bhabra et  al. 2009; 
Vega-Jimenez et al. 2019). The mechanism of antibacte-
rial effects of Ag NPs are still not clearly understood, but 
some studies have shown that Ag NPs may attach to the 
negatively charged bacterial cell wall and cleave it, which 
leads to protein denaturation and cell death (Sondi and 
Salopek-Sondi 2004; Wu et  al. 2013; Chandran et  al. 
2014). Thus, probably the mechanism of Ag NPs action 
on bacterial cells is related to the fact that Ag NPs might 
be adsorbed on the cell membrane, therefore obstructing 
the growth of bacteria, and have protective function.

The results suggested that the biosynthesized Ag NPs 
using A. annua extract had spherical shape with diam-
eter of 20–90 nm; they were formed at high pH values. 
Our findings showed that low concentration of biogenic 
Ag NPs led to increase in the antibacterial activity and 
could be used as an excellent source against tested bac-
teria; however, the bactericidal effect of biosynthesized 
NPs could be different depending on the organism 
tested. In spite of the high antibacterial activity of Ag 
NPs, we suggest that there is a need of further studies 
of their bactericidal effect on animal models before the 
use of synthesized NPs as antibacterial agents.
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